
Material Diameter

Ag 3"

Al 4"

Al 3"

Al 4"

Al 3"

Al 4"

Al(70%) Ti(30%) 3"

Al2O3 3"

Al2O3 4"

AlSiCu 3"

AlSiCu 4"

Au 3"

Au 3"

Borosilicate Glass 4"

Brass 4"

C 4"

Co 4"

Cr 3"

Cr 4"

Cr 4"

Cr 3"

Cu 4"

Cu 4"

Fe 3"

Fe2O3 4"

FeNi 4"

Ge 3"

Ge 3"

In 4"

InAg 4"

ITO 3"

ITO 4"

Mo 4"

Mo 3"

Ni 3"

Ni 3"

Ni 3"

NiCr 4"

NiCr 4"

NiFe 4"

NiTi 4"

Palladium 4"

Si 4"

Silicon Carbide?? 4"

SiN 4"



SiO2 4"

Sn 4"

SnO 4"

Ta 3"

Ta 4"

Ti 4"

Ti 3"

TiN 3"

Tin 3"

TiO2 3"

TiW 3"

TiW 4"

W 4"

YBCO 4"

ZO 4"

Zr 4"


